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Dry Film Thickness - Foils & Standards

Elcometer 990  Zero Test Plates
Elcometer provides a range of Zero Test Plates. 

When used in conjunction with a set of foils, Test Plates are 
ideal to test a coating thickness gauge’s functionality and 
calibration, ideal for when it may be difficult or impractical to 
obtain an uncoated substrate.

*To be used only with the Elcometer 311 or Elcometer 415

Technical Specification

Description Size Size Ferrous Non-Ferrous Certificate
Zero Test Plate ±1% 50.8 x 25.4mm 2.0 x 1.0” T9994910- T9994911-

Zero Test Plate ±2% 76.2 x 50.8mm 3.0 x 2.0” T9999529- T9999530-

Zero Test Plate - large ±2% 76.2 x 101.6mm 3.0 x 4.0” T9994054- T9994055- ○
Steel (F) Checkpiece* 50.8 x 88.9mm 2.0 x 3.5” T99916925 -

Aluminium (N) Checkpiece* 50.8 x 88.9mm 2.0 x 3.5” - T99916901

○ Optional Calibration Certificate available.


